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EVERFI NE HAAS- 1200 Test Report 10 1

Spectrum Test Report
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Col or Paraneters:

Chromaticity Coordinate: x=0.4096 y=0.3992/u'=0.2350 v'=0.5154
Tc=3478K(Duv=0.0028) Dom nant W.:Ld =579.9nm Purity=42.8%

Rati 0: R=23.2% G=73. 5% B=3.2% Peak W.:Lp=628.6nm HW.:Lhd=186.0nm

Render | ndex: Ra=95. 2

R1 =96 R2 =97 R3 =96 R4 =96 R5 =94 R6 =95 R7 =97

R8 =92 R9 =79 R10=91 R11=96 R12=77 R13=96 R14=97 R15=94

Phot o Par anet ers:
Flux = 2061 Im Eff. : 75.60 IlmMW Fe = 7.319 W
C0I:1.05

El ectrical paraneters:

V.=221.1V I = 0.1291 A P = 27.27 WPF = 0.9556
LEVEL: OUT WHI TE: ANSI _3500K
Status: Integral T =27 ns |Ip = 51910 (79%

Model : DR- A074 Nurber : CXA 1830 9335 700MA 43D
Tester: DAM N Dat e: 2020- 09- 17
Tenper at ur e: 25. 3Deg Hum dity: 65. 0%

Manuf act ory: Remar ks: - - -



