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Spectrum Test Report
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wavel engt h( nm) x=0.407 y=0.392 YX(3500K)

Col or Paraneters:

Chromaticity Coordinate: x=0.4063 y=0.3992/u'=0.2329 v'=0.5149

Tc=3546K( Duv=0.0034) Dom nant W.:Ld =579.3nm Purity=41.8%

Rati 0: R=22. 7% G=74. 2% B=3. 1% Peak W.:Lp=628.6nm HW.:Lhd=188. 1nm

Render | ndex: Ra=94. 2

R1 =94 R2 =95 R3 =94 R4 =95 R5 =93 R6 =92 R7 =98

R8 =92 R9 =78 R10=87 R11=95 R12=75 R13=94 R14=96 R15=93

Phot o Par anet ers:

Flux = 553.1 Im Eff. : 62.75 ImMW Fe = 1.950 W
CO0I:0.73

El ectrical paraneters:
V =221.1V I = 0.07506 A P = 8.814 WPF = 0.5311

LEVEL: OUT WHI TE: ANSI _3500K
Status: Integral T = 102 ns |Ip = 51402 (78%

Model : LED- QP01 Nunber : CXA 1507 9335 200MA 43D
Tester: DAM N Dat e: 2020- 09- 17
Tenper at ur e: 25. 3Deg Hum dity: 65. 0%

Manuf act ory: Remar ks: - - -



